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Name Li-ion Polymer Cell BatteryCelt ion Cell
b Classification
HE THIAR
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Type 1260110-8000 Tradematt
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Normal Voltage R Rated Capacity 8000ub
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: 29.6Wh AW/ Appearance Approximate Silver
Watt-hour rating :
Cuboid
Ji E/Mass 160g 48 /Li Content TER N/A
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of Tests and Criteria | UN "Manual of Tests and Criteria" ST/SG/AC.10/1 1/Rev.7/Subsection 38.3
Used
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Altitude Simulation Pass Thermal Test Pass Vibration Pass
T4: M jihus T.5: SMERFLRE B0 T.6: HEd/HE pliibos
Shock Pass External Short Circuit Pass Impact/Crush Pass
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Overcharge N/A Forced Discharge N/A 5 >
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