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Name Li-ion Polymer Cell Bafieryacel ion Cell
e e Classification -
nE Rk
Tom 1260110-10000 Tendemais /
e BE PERE
Normal Voltage e Rated Capacity 10000mat
W sl
: 37Wh A HR/Appearance Approximate Silver
Watt-hour rating :
Cuboid
Jfi E/Mass 171.9¢ #48/Li Content AEH N/A
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Test Report Number i Date of Test Report 2025022
WA HE
Edition of UN Manual | B¢&E CRIGAGTHEFM) (3B 7HO 38370
of Tests and Criteria | UN "Manual of Tests and Criteria" ST/SG/AC.10/1 1/Rev.7/Subsection 38.3
Used
T.1: A JEibUS T.2: RERRE iibus T.3: #&3) pi:hul
Altitude Simulation Pass Thermal Test Pass Vibration Pass
T4: M pihu T.5: AhERHERHE bl T.6: Fi/FrlE i
Shock Pass External Short Circuit Pass Impact/Crush Pass
T.7: HERHE AEH T.8: SR iEH xR RAEm,
Overcharge N/A Forced Discharge N/A
UN38.3.3( A& N/A UN38.3.3(g)
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